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THE NETHERLANDS 
(N E D E R L A N D) 

COMMUNICATION 

Concerning (1):

- approval granted 
- approval extended 
- approval refused 
- approval withdrawn 
- production definitely discontinued 

of a type of tyre with regard to ‘rolling sound emission level’ and/or ‘adhesion performance on wet 
surfaces’ and/or ‘rolling resistance’ pursuant to Regulation number 117. 

Approval number: E4-117R-026314 S2WR2 (2)

Extension number: 00 

1. Manufacturer’s name and address(es) : SHANDONG LINGLONG TYRE CO.,LTD. 
No. 777, Jinlong Road, 
265406, Zhaoyuan, Shandong , 
P.R.China

2. If applicable, name and address of 
manufacturer’s representative : Not applicable 

3. ‘Tyre class’ and ‘category of use’ of 
the type of tyre :

Class C1 
snow

4. Brand(s) name(s) and/or Trade 
description(s) of the type of tyre :

SECURITY
AW414 

5. Technical service and, where 
appropriate, test laboratory approved 
for purposes of approval or of 
verification of conformity tests :

TÜV NORD Mobilität GmbH & Co.KG 
Institut für Fahrzeugtechnik und Mobilität 
Adlerstrasse 7, D-45307 Essen 

6. Performance(s) approved : sound level at (stage 1/stage 2) (1) (2), wet adhesion 
level, rolling resistance level (stage 1/stage 2) (1) (2)
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6.1. Sound level of the representative tyre size, see Paragraph 2.5. of Regulation number 117, as 
per item 7. of the test report in the appendix to Annex 3: 69 (2) dB(A) at reference speed of 
70/80 km/h (1).

6.2. Wet adhesion level of the representative tyre size, see Paragraph 2.5. of Regulation number 
117, as per item 7. of the test report in the appendix to Annex 5: 1.43 (G) using the vehicle 
or trailer method (1).

6.3. Rolling resistance level of the representative tyre size, see paragraph 2.5. of Regulation 
number 117, as per item 7. of the test report in the appendix to Annex 6: 10.47 N/kN (2).

7. Number of report issued by that service : CT117-A0-140035
CV14080230 
CV14080246 

8. Date of report issued by that service : Nov.23, 2014 
Aug.20, 2014 
Aug.27, 2014 

9. Reason(s) of extension (if applicable) :

10. Any remarks :

11. Place : Zoetermeer 

12. Date :

13. Signature :

14. Annexed to this communication are:

14.1. A list of documents in the approval file deposited at the Type Approval Authorities having 
delivered the approval and which can be obtained upon request (3).

14.2. A list of tread-pattern designations: Specify for each trademark or brand name and trade 
description the list of tyre size designations, adding in case of Class C1 tyres the mark 
‘reinforced’ (or ‘extra load’) or the speed symbol of snow tyres or in the case of tyres of 
Classes C2 and C3, the mark ‘traction’, if so required by paragraph 3.1. of this Regulation. 

(1) Strike out what does not apply. 
(2) Note; See ‘Tyre size list’ in case the tyre performances are not all of the same stage level (Multi-stage tyre line). Stage level per tyre size 

is to be specified on the tyre size list.
(3) In the case of ‘snow tyre for use in severe snow conditions’ a test report according to Appendix 2 of Annex 7 shall be submitted.
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Test Report / Prüfbericht
Nr. / No.: CT117-A0-140035
Seite / Page: 1 / 5 
Auftraggeber / Customer: SHANDONG LINGLONG TYRE Co.,LTD
Reifengröße / -typ / Tyresize / -type: 135/80R13 /AW414 

TÜV NORD Mobilität GmbH & Co. KG     PRÜFLABORATORIUM / TEST LABORATORY         Page 1 of 5 
Institut für Fahrzeugtechnik und Mobilität        RDW Registration Number 
Adlerstr. 7                                     99050016 
45307 Essen 
WC-tyre criteria for rolling resistance: 
The lowest load index 

Mobi l i t ä t

Test Report 
AGREEMENT Concerning the adoption of uniform technical prescriptions for wheeled vehi-
cles, equipment and parts which can be fitted and/or be used on wheeled vehicles and the 
conditions for reciprocal recognition of approvals granted on the basis of these prescrip-

tions

Uniform provisions concerning the approval of tyres with regard to rolling sound emis-
sions and to adhesion on wet surfaces and/or to rolling resistance

ECE-R 117
as last amended
not applicable

Approval status

Number of approval

 ECE E4-117R-026314 S2WR2 
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Test Report/Prüfbericht (ECE-R117)
Inspection report regarding the tyre/road noise emission of a tyre in accordance with the 
Council Directive, Annex V to Directive 92/23/EEC, as last amended by Directive 
2005/11/EC and ECE Regulation no. 117.

Part1-Report

1.  Type approval authority or Technical Service  :  TÜV NORD Mobilität GmbH & Co. 
KG - Institut für Fahrzeugtechnik 
und Mobilität, Adlerstr. 7, 45307 
Essen

2.  Name and address of applicant  :                                            SHANDONG LINGLONG TYRE 
Co.,Ltd
No.777, Jinlong road,265406, 
ZhaoYuan,ShanDong,
P.R.China

3.  Test report No.  :                                                                       CT117-A0-140035 

4.  Manufacturer and Brand Name or Trade description  :            SECURITY 

5.  Tyre Class (C1, C2 or C3) :                                                      Class C1 

6.  Category of use  :                                                                     Snow 

10.47

8.  Comments (if any)  :                                                                - 

9.  Date of test report  :                                                              Nov. 23, 2014 

   

7.Rolling resistance coefficient
(temperature and drum diameter corrected) 
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Part2-Test data 

1.  Date of test:  :                                                                Oct 16, 2014 
2.  Test machine identification and

drum diameter/surface   :                                               18649-1,1.7m,smooth steel 

3.  Test tyre details

3.1.  Tyre size designation :                                                135/80R13 
  Load Index  :                                                              74 

        Speed Category  :                                                       N 

3.2.  Tyre brand and trade description  :                             SECURITY 

3.3.  Reference inflation pressure  :                                    250kPa

4. Test data

4.1 Measurement method :                                                  Torque method 

4.2 Test speed  :                                                                 80.0km/h 

4.3. Test load  :                                                                  2942N 
4.3.1 Input torque at 85%  load                                          48.68N.M 
4.4. Test inflation pressure  initial:                                      250kpa 

4.5  Distance from the tyre axis to the drum                      263.0mm 
outer surface  under steady state conditations 

4.6 Test rim:                                                                       3.5B 

4.7 Ambient temperature:                                                  23.8C° 

4.8 Skim test load(except deceleration method):                146N 
4.9 Input torque(Tt):                                                           21.79N.M 

5. Rolling resistance coefficient 
5.1 initial value:                                                                 10.74 
5.1.1 initial value after 2.0M drum correction:                    10.55 
5.2 Temperature corrected N/KN:                                     -0.08 
5.3  Temperature and drum diameter corrected:               10.47
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Statement of conformity 
The  type  described in this test report and the appendices attached are in compliance 
with the Test Specification mentioned above. 

 The Test Report comprises pages 1 to 4. 

The Test Report shall be reproduced and published in full only and by the client only. It 
shall be reproduced partially with the written permission of the Test Laboratory only.

TEST LABORATORY 
TÜV NORD Mobilität GmbH & Co. KG 

IFM - Institut für Fahrzeugtechnik und Mobilität,
Adlerstr. 7, 45307 Essen 

Designated Technical Service 
RDW No. 99050016 

Tianjin, China 
2014-11-23

Institut für Fahrzeugtechnik und Mobilität 
Fachgebiet: Räder – Reifen – Fahrwerk – Tuning 

Wang Xin 
Assessor, Automotive Homologation 
TUV NORD Certification (Tianjin) TUV NORD Certification (Tianjin) 
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List of modifications Appendix       1 

More details for application of : Date :

  

Correction of : - 

    

    

Modification of : - 

  

  

Addition of : - 

  

  

Deletion of : - 
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